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Figure S1. (a–c) EDS spectra taken from the capping particle, the middle and the shell of a Cu/ZnO 

nanocable from the sample shown in Figure 3, respectively. Nickel grids were used in the measurement 

to make sure that the Cu signals come from the sample not from the TEM grid. 


